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TR SR Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
EH AP (Sample Submitted By) &g EwirF A7 (EN-LIANG ENTERPRISE CO., LTD.)
% ¢ #-(Sample Description) : ELEC BMC MATERIAL
J it p # (Sample Receiving Date) - 2017/03/13
PR (Testing Period) ¢ 2017/03/13 TO 2017/03/20

B2 £ (Test Requested) D kR E ”%‘p ¥ %4 RoHS2011/65/EU Annex 112 # 3374 a4 (EU) 2015/863: 138 4% ~ & ~ &
» W4~ Fkmy ~ 549 ¥as, DBP, BBP, DEHP, DIBP. (As specified by client, with
reference to RoHS 2011/65/EU Annex II and amending Directive (EU) 2015/863 to
determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample. )

B> E (Test Method) : 7T - % (Please refer to next pages).
B)3E % % (Test Results) i T - % (Please refer to next pages)
2 #: (Conclusion) D PRHRE TR RS B4 &0 A~ 2 g~ SRR Y ~ 5 amiy e, DBP, BBP, DEHP,

DIBP iRl 5% % # & RollS4 4 T (EU) 2015/8631“'\ fg@ F. (Based on the performed tests
on submitted samples, the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending
Directive (EU) 2015/863.)
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P2 % (Test Results)
B3R = (PART NAME)No. 1

# ¢ Bk (DK. BROWN LUMP)

T #c (Page) : 2 of 7

#3555 B ¥ B3 Al "
e ” M g | (Result Ay
(Test Items) (Unit) (Method) '?;Sif' ( ;sul ) (Limit)
o.
4% / Cadmium (Cd) mg/kg | %% [EC 62321-5 (2013), Mg i = 2 n. d. 100
Rom sk kignl. / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.
4. / Lead (Pb) mg/kg | %% [EC 62321-5 (2013), Mg Rwmi = 2 n. d. 1000
Bom sk kignl. / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.
A / Mercury (Hg) mg/kg | %% IEC 62321-4 (2013), ™M &8s 7 2 n.d. 1000
Bom sk kg nl. / Vith
reference to IEC 62321-4 (2013) and
performed by ICP-AES.
» % 4% / Hexavalent Chromium mg/kg | %% [EC 62321 (2008), rUV-VIS#ipl. 2 n. d. 1000
Cr(VD) / With reference to IEC 62321 (2008)
and performed by UV-VIS.
HFEZ PR ¥ YAy / BBP (Butyl mg/kg 50 n.d. 1000
Benzyl phthalate) (CAS No.: 85-68-
7
AF - P s 7 fig / DBP (Dibutyl mg/kg | . o 50 n. d. 1000
phthalate) (CAS No.: 84-74-2) %f?iEC}ﬁ??Zlfg/CB %?0i3>’fj‘* 14
WE- - B / DIBP (Di- ne/kg |[T &/ M &taR., / With reference tor—=5 o d. 1000
. IEC 62321-8/CD (2013). Analysis was
isobutyl phthalate) (CAS No.: 84-
performed by GC/MS.
69-5)
MF-Pp- (2-v A A)fAy / DEHP| mg/kg 50 n. d. 1000
(Di- (2-ethylhexyl) phthalate)
(CAS No.: 117-81-7)
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P * 2k 3 s = E R 5% g
(Toar 1tems) (it ithod) e | Result) |t
(MDL) No. 1

% 4.8 ¥ 24 / Sum of PBBs mg/kg - n. d. 1000
- %7 % / Monobromobipheny]l mg/kg 5 n. d. -
= 4% / Dibromobiphenyl mg/kg 5 n. d. -
= 5% % / Tribromobiphenyl mg/kg 5 n. d. -
» 4.5 ¥ / Tetrabromobiphenyl mg/kg 5 n. d. -
I /5% % / Pentabromobiphenyl mg/kg 5 n. d. -
+ %9 % / Hexabromobiphenyl mg/kg 5 n. d. -
= 4.5 ¥ / Heptabromobiphenyl mg/kg 5 n. d. -
~ 8.9 % / Octabromobiphenyl mg/kg 5 n. d. -
4 %% % / Nonabromobiphenyl mg/kg | 4+ [EC 62321-6 (2015), ™ § 48 K47/ 5 n. d. -
4.7 % / Decabromobiphenyl mg/kg [# 3 ®#&pl. / With reference to IEC ) n. d.
% 5. ¥ %4 / Sum of PBDEs mg/kg [62321-6 (2015) and performed by - n. d. 1000
- %9 ¥ m / Monobromodiphenyl ether | mg/kg [GC/MS. 5 n. d. -
= 4% e/ Dibromodiphenyl ether mg/kg 5 n. d. -
= 55 % it / Tribromodiphenyl ether mg/kg 5 n. d. -
z 4.5 ¥ it/ Tetrabromodiphenyl ether | mg/kg 5 n. d. -
I %% ¥ @ / Pentabromodiphenyl ether | mg/kg 5 n. d. -
- %9 ¥ / Hexabromodiphenyl ether | mg/kg 5 n. d. -
= 47 ¥ @ / Heptabromodiphenyl ether | mg/kg 5 n. d. -
A sm e/ Octabromodiphenyl ether | mg/kg 5 n. d. -
1 4% ¥ @ / Nonabromodiphenyl ether | mg/kg 5 n. d. -
- %7 ¥ p / Decabromodiphenyl ether | mg/kg 5 n. d. -

# 3z (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
2. n.d. = Not Detected (A 1)
3. MDL = Method Detection Limit (= ;% i ;p[4&*2iE )
4, "-" = Not Regulated (&% i)
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£ £ 428 / Analytical flow chart of Heavy Metal

PR T AR L TE o e R 2B R (2 AR 2 %o )

These samples were dissolved totally by pre-conditioning method according to below flow chart. (Cr* test method excluded )
B LR 02 & /Technician : JR Wang

B p3EQ F A C RE® [ Supervisor: Troy Chang

| P4 - # % # 5 /Cutting ~ Preparation |

v

| PBlFEHR &£ & / Sample Measurement |
N 6+
#:Pb~ 4 Cd A Hg ~ g Cr
v \ 4 v_ (Note*™)
EAE AR S A L PR T (T & ARl T & perpcdk iy i Ao i e /Add
#7571 ) [ Acid digestion by suitable acid depended on Microwave digestion with HNO3s/HCI/HF appropriate amount of
different sample material (as below table) ¢ digestion reagent
v v

l_' 6k [ Fllvation ’_¢ S RRERN
»~ [ Heat to appropriate

| 7% | Solution | | 7 ;4 | Residue | temperature to extract
7 1) §é€v‘:ji ﬁﬂ:é [ Alkali Fu.sion % Fris @itk & [ Cool,
2) R f* /HClto dissolve filter digestate through filter
| ERBEETRRTEMENK (ICPAES | T
¥ & % | Sample Material ) it phik fasF | Digestion Acid sen g d RIEES [Add
&, 4F, 48, B4/ 2ok, WRE, R, & AP, B K diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNOs, HCI, HF, H,O, color development
#7 / Glass AL, & pt [ HNOs/HF +
£, 4, &, BT / 2 -k /Aqua regia s e =
Gold, platinum, palladium, ceramic " e A kATER R
4/ Silver At /| HNO; R 5% i e 540 nm e
5% | Plastic Fipi, BEF K, Ak, B | H,SO4 Ho0z HNOs, HCI fcf& [ measure the
# @ /Others 4o~ i ¥ A2 % 2% f2 /Added appropriate absorbance at 540 nm by

UV-VIS

reagent to total digestion

Note** (For IEC 62321)
(1) #-%24 & B 4o » d 1) 1V » 4 # 2 90~95°C % B~. / For non-metallic material, add alkaline digestion reagent and heat to

90~95C.
(2) #-4F & B4 » Bk 4o 3% E B~ | For metallic material, add pure water and heat to boiling.
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3R ¥ ) .08 ¥ A i 42 B / Analytical flow chart - PBB/PBDE

B 4 R o2t [ Technician: Yaling Tu
B plEEf § A sEfc® [ Supervisor: Troy Chang

#* =% pl3£42 A | First testing process ———»
EH M &R AA [ Optional screen process sammmmm:
FEAZA [ Confirmation process — - = .p

Sample/ # &

v

Sample pretreatment / # &% AJ2

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

Screen analysis / 4~ & & 47

v

Sample extraction # 5% B~/
Soxhlet method % ;¢ 5 2~

|
v

Concentrate/Dilute Extracted solution

ik Sl

v

Filter / ¥ 2% Bk

|
v

Analysis by GC/MS / § #p & 47 F 3 & ~ 47

T
v
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¥ ¥R 4 175+ 42. 8 / Analytical flow chart - Phthalate

p 2 (Date) : 2017/03/20

BlE A B : % &P [ Technician: Andy Shu
BIFEQ F 4 1 sEEc® [ Supervisor : Troy Chang

[ g3 ;2 /Test method: IEC 62321-8]

S T/ A R
Sample pretreatment/separation

!

Bl THE v & vde 3 255 [
Sample dissolved/extracted by THF

!

k3 ﬁrf& /
Dilute Extracted solution

I

FARRTEFHRAAT [
Analysis was performed by GC/MS

!

#x [ Data
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¥ BEYP A REHRT O REATFERERPIZ &/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g2 2k (End of Report) *x
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